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The magnetic and physical properties of oxide-free, ligand passivated, iron 

nanoparticles were studied using superconducting quantum interference device (SQUID) 

magnetometry and synchrotron based X-ray radiation.  Particles used for this study 

ranged in diameter between 2 and 10 nm, which made it possible to distinguish between 

bulk and surface effects in the nanoparticles’ properties.  Additionally, the effects of two 

different weakly interacting ligands (2,4-pentanedione and hexaethylene glycol 

monododecylether) on the nanoparticles’ behavior were studied.  The results of this study 

were compared to theoretical predictions of magnetic transition metal behavior in both 

thin films and nanoparticles, as well as experimental results from measurements of 

transition metal clusters formed in an inert carrier gas and measured with a Stern-Gerlach 

magnet. 

Magnetometry revealed that the iron nanoparticles have a magnetocrystalline 

anisotropy an order of magnitude greater than bulk iron.  At the same time, these particles 

exhibit a saturation mass magnetization (σsat) up to 209 Am2/kg, which is only slightly 

lower than bulk iron.  The structural properties of these particles were characterized using 
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high energy X-ray diffraction analyzed using the atomic pair distribution function method 

(PDF).  The PDF analysis indicates that the Fe particles have a distorted and expanded 

form of the bcc lattice, which could, at least in part, explain the magnetocrystalline 

anisotropy of these nanoparticles.  X-ray absorption fine structure (XAFS) was used to 

study the surface properties of the iron nanoparticles and further characterize their 

structural properties.  XAFS showed that oxidized species of iron exist at the 

nanoparticles’ surface and can be attributed to iron/ligand interactions.  The percentage of 

oxidized species scales with the surface to volume ratio of the nanoparticles, and 

therefore appears limited to the nanoparticle surface.  The layer of Fe(II) species present 

at the nanoparticles’ surface accounts for the reduction in σsat values (when compared to 

bulk iron) observed in these particles.  XAFS analysis also provided further confirmation 

of the nanoparticles’ expanded crystalline lattice. 
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Chapter 1 

Introduction 

Although frequently overlooked, iron nanoparticles have properties that make 

them extremely desirable for a number of high impact applications.  Among them are 

magnetic and electrical applications including ultra-high density magnetic recording 

media and magnetic random access memory (MRAM).[1-3]  Superparamagnetic iron 

nanoparticles would make excellent materials for transformer cores, electric motors, and 

other related technologies because of their very high susceptibilities, large magnetic 

saturations, and lack of eddy current loss when they remain electrically isolated from one 

another.[1, 4, 5]  An area not often discussed is iron nanoparticles’ ability to serve as a 

material for magnetic refrigeration, particularly if sufficient control over their size 

dependent properties is demonstrated.[6] 

One of the most fruitful and quickly growing applications for magnetic 

nanoparticles is in the area of biomedicine.  Frequently, the material of choice for 

biological applications of magnetic particles is magnetite.  However, zero valent iron 

particles could prove useful because of their higher mass magnetization saturation (σsat) 

compared to iron oxides, particularly if their reactive surface can be passivated.  These 

biomedical applications include drug delivery, disease detection, hyperthermia treatment 

of cancer cells, and MRI contrast enhancement.[1, 7-17]  Many of these applications rely 

on functionalized ligands bound to the surface of the nanoparticles which enable the 

attachment of antibodies specific to the disease being detected or treated.  Understanding 

how this surface functionalization affects the nanoparticles’ magnetic properties is key to 

the success of these applications.  Figure 1.1 shows a photomicrograph of U937 leukemia 

cells with CD34-conjugated magnetite nanoparticles bound to the cells.  CD34 is a stem 
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 3

particularly in regard to oxygen and water.  This reactivity becomes increasingly 

problematic at the nanoscale, where the surface to volume ratio becomes quite large.   

Understanding the differences between nanoparticle and bulk magnetism is a 

major scientific challenge, particularly when in contact with strongly interacting 

surfactants.  Many phenomena not detected in bulk materials manifest themselves on the 

nanoscale and have important implications to the harnessing of magnetic nanocomposites 

in practical applications.  Developing an understanding of magnetism in iron 

nanoparticles, particularly surfactant-coated and chemically-synthesized nanoparticles, is 

particularly difficult because the iron surface is highly reactive and oxidizes easily.  

However, understanding the interaction between the iron surface and the organic ligands 

is imperative for interpreting their magnetic behaviors and future judicious selection of 

surfactants.   

The magnetic properties of solution synthesized iron nanoparticles are further 

complicated since their syntheses occur at relatively low temperatures (200 °C or less) 

and they cannot be treated with a high temperature annealing process.  These low 

processing temperatures lead to more disordered materials than found in high quality bulk 

iron, which is typically annealed at temperatures between 800-1000 °C and cooled slowly 

back to room temperature.[20]  Similarly, thin films of iron grown using molecular beam 

epitaxy (MBE) in ultra-high vacuum (UHV) produce highly ordered material with a 

control over the crystalline orientation not possible in solution based nanoparticle 

syntheses.[21, 22]  Although solution synthesis of magnetic particles includes the 

challenges of low temperature processing and the added complexity of the ligand/surface 

interaction, it remains one of the best methods for producing high quality magnetic 

nanoparticles with a narrow size dispersion in quantities sufficient for applications.  

While organic ligands can affect the magnetism at the surface of the nanoparticles they 
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are vital in controlling the growth of nanoparticles to within a narrow size distribution, 

ensuring solubility and dispersion of the particles in a variety of solvents, and providing 

surface chemistry that allows for the interaction of the particles with other molecules 

(including targeted pathogens) or the formation of polymer based nanocomposites.   

A number of research groups have synthesized high-quality iron nanoparticles, 

but they typically have an oxide layer present on the surface and/or strongly interacting 

ligands which produce a nonmagnetic surface layer.  As a result, these nanoparticles are 

reported to have saturation mass magnetizations (σsat) well below that of bulk iron.[23-

27]  Some of the early work in iron nanoparticles by both Smith and Wychick and 

Gedanken and coworkers showed dramatic differences in the magnetizations of iron 

nanoparticles through the use of different surfactants.[27, 28]  Only one recent 

publication reports σsat values for small iron nanoparticles that exceed the bulk.[29]  

These same particles also exhibit an effective anisotropy greater than bulk iron, raising 

the question as to whether it is possible to control the magnetocrystalline anisotropy of 

magnetic nanoparticles by varying the synthesis conditions and/or organic surfactants. 

The decrease in nanoparticle magnetization compared to bulk materials becomes 

significantly less pronounced when using the other less reactive transition metals.  

Nanoparticles of cobalt, nickel, and NiFe have all been synthesized with magnetizations 

equal to or in some cases exceeding that of their bulk counterparts.[30-34]  Even strongly 

interacting ligands, such as phosphines and carboxylic acids, known to strongly reduce 

magnetism in iron, did not affect the magnetization of cobalt nanoparticles.[34] 

The results observed in solution synthesized iron nanoparticles contrast to those 

seen in surfactant free transition metal nanoparticle beams generated under UHV 

conditions.[35-37]  Here, iron, cobalt, and nickel nanoparticles’ σsat is shown to increase 

with decreasing particle diameter.  The enhanced magnetization observed in the 
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surfactant free nanoparticles agrees with experimental results of enhanced magnetization 

observed in transition metal thin films (measured under UHV conditions) and with ab 

initio calculations of thin film and nanoparticle magnetism.  A summary of the magnetic 

properties reported in the literature for solution synthesized nanoparticles, surfactant free 

nanoparticles, and thin films, along with theoretical predictions of magnetization in these 

systems will be discussed in further detail in Chapter 2.  This chapter will also contain a 

brief review of superparamagnetism and magnetocrystalline anisotropy. 

In an attempt to synthesize ligand passivated iron nanoparticles with 

magnetizations approaching that of bulk iron, chemists at Sandia National Laboratories 

developed a new synthesis for iron nanoparticles using more weakly interacting ligands 

than those typically found in the literature.[5]  Careful air-free chemistry and sample 

handling techniques were used due to the reactivity of the iron surface.  A description of 

the particle synthesis, surfactants, and characterization of these particles using 

transmission electron microscopy can be found in Chapter 3. 

The bulk of the scientific effort in this dissertation focused on the characterization 

of these nanoparticles and the relation of their physical properties to their observed 

magnetic behavior.  Both DC and AC magnetometry were used to study the magnetic 

properties, including σsat and magnetocrystalline anisotropy, of these iron nanoparticles.  

An introduction to magnetometry and the magnetic characterization of our iron 

nanoparticles are discussed in Chapter 4. 

The ligand/surface interaction of the nanoparticles was studied and related to the 

magnetic properties observed in the nanoparticles.  Additionally, the crystalline structure 

of the nanoparticles and its effect on the particles’ magnetic behavior was studied.  Due 

to the nanoparticles’ small size and lack of long range order this was not a task that could 

be accomplished on standard laboratory equipment.  The high energies and fluxes of 
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synchrotron radiation were used to collect and analyze high energy X-ray diffraction 

(XRD) and X-ray absorption fine structure (XAFS) spectra.  The synchrotron based 

experiments, data analysis, and results are discussed in Chapter 5.  
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Chapter 2 

Nanoparticle Magnetism 

Although it has been argued that any particle between 1 and 1000 nm can be 

considered a nanoparticle[38], this is a rather broad definition.  Another case has been 

made that only particles between 1 and 10 nm in size can be regarded as  

nanoparticles.[39]  A more reasonable definition would be to limit nanoparticles to any 

particle which is smaller than 40 nm in at least two dimensions, where increasing the 

these dimensions beyond 40 nm would eliminate the unique magnetic, optical, and 

electronic properties observed at the nanoscale.[25]  The particles studied under this 

research all have a mean sample diameter less than 11 nm and so are well within the 

nanoscale regime.   

Throughout this dissertation SI units will be used for magnetic properties.  Table 

2.1 lists the magnetic properties seen in the text below, their symbols, and their SI units.   

 
Quantity Symbol SI Unit 

Volume magnetization M Am-1 
Mass magnetization σ Am2kg 
Volume susceptibility χ dimensionless[a] 
Mass Susceptibility χp m3/kg 
Magnetic flux density, 
magnetic induction B T 

Magnetic field strength H Am-1 
[a] Even though volume susceptibility is dimensionless, there is a 4π 
correction between Gaussian units and SI units, so not all values of χ 
found in the literature can be directly compared. 
 

Table 2.1: Magnetic properties, their symbols, and SI units.  From Ref.[40] 

The relationship between B, H, and M in SI units is defined by: 
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(2.1) 

where µ0=4π×10-7 Hm-1. 

2.1 SINGLE DOMAIN MAGNETIC PARTICLES 

Weiss first introduced the concept of magnetic domains in 1906, at the same time 

as his molecular field theory.[41]  Then for a period of 43 years, little experimental work 

was done to demonstrate the existence of magnetic domains.  In 1949, Williams, Bozorth, 

and Shockley, while working at Bell Telephone Laboratories published the experimental 

observation of domains in silicon-iron single crystals.[42] 

Depending on a particle’s physical shape, it will generate a stray magnetic field, 

Hs, which will increase the particle’s energy according to:   

    (2.2) 

where M is the magnetization of the sample and H is the field.  Outside of the sample, the 

field H is the stray field, Hs.  If the energy of the particle’s stray field is greater than the 

energy required to form domain walls, the particle can lower its energy by breaking up 

into multiple magnetic domains.  An example of a spherical particle with and without 

domain walls is displayed in Figure 2.1.  A magnetic particle will have only one domain 

if the energy required to create a domain wall is greater than the decrease in energy that 

would be achieved by reducing the stray magnetic field.  Single domain particles were 

predicted theoretically in the 1930s[43, 44] and then experimentally confirmed later that 

same decade.[45]  It is possible for single domain magnetic particles to exhibit 

superparamagnetic behavior, which will be discussed in further detail below.  

)(0 MHB
rrr

+= μ

MH
rr

⋅−∇=⋅∇0μ



 

Figur
single
multi
creati
by Vi

2.2 

devel

their 

happe

order

partic

volum

temp

work

the 

super

of an

re 2.1: The
e domain pa
i-domain par
ion of doma
izimag 3.0.[4

SUPERPAR

The theo

loped by Né

efforts in th

ens when th

r as the part

cle with un

me).  Their p

erature regim

king at Gene

term super

rparamagnet

n external m

 stray magne
article.  (b)  T
rticle is redu
in walls.  Ad
47] 

RAMAGNETI

ory behind 

éel in 1947[4

he 1960s an

he thermal en

icle’s anisot

niaxial aniso

predictions r

me were obs

ral Electric 

rparamagneti

tic nanoparti

agnetic field

etic field nea
Through the 
uced greatly, 
dapted from 

ISM 

the behavi

48] and Ston

d 1970s.[50

nergy (kBT, 

tropy energy

otropy, negl

regarding the

served exper

Research La

ism.  The

icles would h

d (since ther
9

ar spherical p
creation of d
however en
Refs.[25, 46

ior of sing

ner and Woh

, 51]  Much

where kB is 

y (KV, wher

lecting high

e behavior o

rimentally by

aboratory.[5

e term was

have a zero 

rmal energy 

particles.  (a
domain wall

nergy must b
6]  Stray fiel

le domain 

hlfarth in 19

h of the earl

 Boltzman’s

re K is the a

her terms, 

of single dom

y Bean, Jaco

52-55]  Bean

s applied 

net magneti

would rand

a) The stray 
ls, the stray f

be expended 
ld lines were

nanoparticl

948.[49]  Br

ly work focu

s constant) i

anisotropy c

and V is t

main nanopa

obs, and Liv

n is credited 

since an 

ic moment in

domize the d

field of a 
field of a 
in the 

e generated 

les was fir

rown built o

used on wha

s of the sam

constant for 

the particle

articles in th

ingston whil

with coinin

ensemble o

n the absenc

distribution o

 

st 

on 

at 

me 

a 

’s 

is 

le 

ng 

of 

ce 

of 



 10

the particles’ moments) but their moments could be aligned with the application of an 

external field.  This is the same behavior described in classical paramagnetism.  The key 

difference, and the reason for the “super”, is that each particle would have a moment of 

up to several thousand Bohr magnetons (µB).  For example, a 5 nm diameter iron 

nanoparticle, which contains approximately 5560 atoms, would have a moment of 12,000 

µB.[18] 

The energy of a superparamagnetic nanoparticle in an external field (H) applied 

along the z axis, which coincides with the particle’s easy axis, can be approximated with 

the following equation[56]: 

(2.3) 

where K in the particle’s anisotropy (assuming uniaxial anisotropy), V is the particle’s 

volume, θ is the angle between the particle’s moment (m) and the z axis, and µ0 is the 

permeability of free space.  A plot of this energy is displayed in Figure 2.2.  The two 

minima in energy are located at θ = 0 and θ = π and have the following energies: 

(2.4) 

The two minima are separated by an energy barrier of εm. 
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Since both the K and V appear in the exponent of equation (2.7), the relaxation time for 

an ensemble of particles depends strongly on these parameters.  It is worth noting that 

since the particle volume is proportional to its radius cubed, the relaxation time will be 

extremely sensitive to very small variations in particle diameter.  As an example, a 

spherical cobalt nanoparticle (with K = 4.5×105 Jm-3 at room temperature)[18] 6.8 nm in 

diameter would have a room temperature relaxation time of approximately 0.1 s.  In 

contrast, the relaxation time of a cobalt nanoparticle with a diameter of 9 nm would be 

almost 100 yrs.   

 The transition from superparamagnetic to non-superparamagnetic behavior is 

defined to occur at a temperature called the blocking temperature (TB), around which 

there is an exponentially rapid slowing down of the magnetic relaxation.  Blocking is not 

a phase transition, but rather a continuous, although rapid variation of τ(T).  The value of 

the blocking temperature depends on the measurement time, for which τ = 100 s is 

commonly used.  If, as Néel suggested, we take τ0 = 10-9 s[48], we can rearrange equation 

(2.7) and solve for TB: 

(2.8) 

The behavior of an ensemble of magnetic nanoparticles held at a fixed 

temperature and as a function of diameter is displayed in Figure 2.3.  For the smallest 

diameters, the particles will be both single domain and superparamagnetic.  In this region, 

they will not exhibit any coercivity or hysteresis.  As the particles’ diameter increases, its 

anisotropy energy (KV) will increase to the point where the existing thermal energy is not 

sufficient to switch the magnetization direction within the measurement time and the 

particles will become blocked.  At this point the particles will have a non-zero hysteresis 

and exhibit both thermal and field dependent hysteresis.  The particles’ coercivity will 
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where M is the ensemble’s volume magnetization, Ms is the ensemble’s saturation 

magnetization (per volume), and L(x) is the Langevin function.  Since the argument of 

the Langevin function contains H/T, magnetization curves measured at different 

temperatures will superimpose when plotted as a function of H/T. 

2.3 MAGNETOCRYSTALLINE ANISOTROPY  

The dependence of a magnetic material’s internal energy on the direction of 

magnetization is called the magnetocrystalline anisotropy.  As the magnetization inside a 

magnetic domain rotates, all of the spins remain parallel to each other, leaving the 

exchange interaction between neighboring spins unchanged.  Therefore, the exchange 

interaction is isotropic, and an additional interaction is responsible for magnetocrystalline 

anisotropy.  This additional energy term includes the interactions of the spins with the 

crystal axes of the magnetic material.  A useful model to discuss the effect of crystal 

structure on the magnetocrystalline anisotropy energy is the spin-pair model.   

Consider a pair of spins as displayed in Figure 2.4, where each spin points at an 

angle ϕ with the axis connecting the two spins.  The energy of the spin-pair can be 

expanded in terms of Legendre polynomials:[57] 

(2.10) 

The first term is independent of angle and corresponds to the exchange interaction.  The 

second term has the same form as the magnetic dipole-dipole interaction and is therefore 

called the dipole-dipole interaction term.  The third term in (2.10) is called the 

quadrupolar interaction and originates from a partially unquenched magnetic orbital 

moment coupled with the spins.  This leads to a variation in the exchange or electrostatic 

energy with a rotation of the magnetization.   
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2.4.1 Solution Synthesized Magnetic Nanoparticles 

The reactivity of iron makes the solution based synthesis of oxide free 

nanoparticles extremely difficult.  However, solution based synthesis provides one of the 

only routes for the production of tailorable iron nanoparticles in sufficient quantities for 

practical applications.  Because of iron’s reactive surface, most of the highest quality iron 

nanoparticle syntheses reported produce particles with either an oxide or a magnetically 

dead layer at their surface.[23-27]  The nonmagnetic or oxide layer can often be caused 

through interaction between the particle’s surface and the organic ligands attached to the 

particle.  This results in iron nanoparticles with σsat values substantially below that of 

bulk iron.   

It has been demonstrated that iron nanoparticles’ magnetizations are very 

sensitive to the type of surfactant used.  For example, when Smith and Wychick 

synthesized 7-9 nm diameter iron nanoparticles via identical routes using a polybutadiene 

homopolymer, butadiene–styrene copolymer, and styrene-4-vinyl–pyridine copolymer, 

the synthesis produced particles with σsat values of 172 Am2kg-1, 125 Am2kg-1, and 82 

Am2kg-1, respectively.[28]  As the polarity of the polymers used increased the particles’ 

magnetization decreased.  A similar study was completed by Gedanken and co-authors 

when they synthesized iron nanoparticles via a surfactant-free sonochemical route and 

coated separate aliquots of the resulting particles with different surfactants.  The 

experiments produced nanoparticles with σsat values of 85, 55, 10, and 5 Am2kg-1 for 

particles coated with an alcohol, a carboxylic acid, a sulfonic acid, and a phosphonic acid, 

respectively.[27]  As the ligand’s reactivity increased, the particles’ magnetization 

decreased.   

Only one research group has reported the synthesis of iron nanoparticles with a 

saturation magnetization greater than or equal to that of bulk iron.[29]  Margeat, et al. 
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synthesized iron nanoparticles through the hydrogenation of a bis(ditrimethylsilyl)amido 

iron complex.  However, this unique iron precursor only yielded iron particles with a σsat  

greater than or equal to bulk iron when poly(2,6-dimethyl-1,4-phenyleneoxide) was used 

as a surfactant.  These same particles also had a magnetocrystalline anisotropy an order 

of magnitude greater than bulk iron.  When the same iron precursor was used in 

combination with carboxylic acid and/or amine based surfactants, the particles’ σsat was 

always less than that of bulk iron.  These results from literature provide additional 

evidence of the extreme sensitivity of the iron nanoparticle surface, and the particle 

magnetism, to its environment. 

The reactivity of iron’s surface is significantly greater than other transition metals, 

as evidenced by several cobalt and nickel based nanoparticle syntheses which yield 

magnetizations equal to, or in some cases greater than, the bulk metal.  Wilcoxon, et al. 

synthesized 1.8 nm diameter cobalt nanoparticles with alkylated polyether surfactants 

which had a σsat of 178 Am2kg-1 (which exceeds the bulk value of 162 Am2kg-1).[34]  For 

these particles, exchanging the polyether surfactants with phosphines and carboxylic 

acids had no effect on their magnetization, although dodecanethiol did decrease their 

magnetization by over 35%.  Chen, et al. reported on the synthesis of Co nanoparticles 

using an inverse micelle based method.[30]  In their particles an increase in magnetic 

moment (up to 30% over the bulk value) along with an increase in magnetocrystalline 

anisotropy was observed as the diameter of the synthesized particles decreased.  The 

authors believe their particles consisted of an fcc Co core surrounded by a shell of 

paramagnetic Co of uncertain composition.  Amiens and co-workers were successful in 

synthesizing Co nanoparticles, Co nanorods, Ni nanorods, and NiFe nanoparticles all 

with magnetizations equivalent to the bulk material.[31-33]  Although the NiFe 
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nanoparticles’ σsat was identical to bulk NiFe, the particles had a magnetocrystalline 

anisotropy more than two orders of magnitude higher than bulk NiFe alloy. 

2.4.2 Surfactant Free Magnetic Nanoparticle Beams 

In contrast, when ferromagnetic transition metal nanoparticles are synthesized in a 

non-reactive environment, they exhibit σsat values in excess of their bulk counterparts.  

This has been best demonstrated experimentally by creating particle beams of transition 

metal nanoparticles using pulsed laser vaporization of a metal source in an inert carrier 

gas.  The particle beam is then injected into a ultra-high vacuum (UHV) chamber, where 

the particle magnetization can be determined by measuring the beam deflection after 

passing through a Stern-Gerlach magnet.  Results from these types of experiments show 

an increase in particle magnetization with decreasing particle diameter.[35-37]  The 

results for iron, cobalt, and nickel are qualitatively similar, as can be seen from results 

published in Ref. [36] and displayed in Figure 2.7. 
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2.4.3 Ab Initio Modeling Results 

The results from the particle beam and epitaxial thin film based experiments agree 

with ab initio modeling of transition metal surfaces both in thin films and small clusters 

of atoms.  The bulk of the literature focuses on the study of magnetic thin films and 

suggests an enhancement of the magnetic moment.[62-65]  Press, et al. modeled clusters 

of Fe and Ni atoms, and similarly found an increase in magnetism compared to the bulk 

metals.[66]  Both Chelikowsky and co-workers and Yang, et al. showed an enhanced 

magnetization in iron clusters that decreases towards the bulk limit with increasing 

particle size.[67, 68]  The increase in magnetism can be attributed to a decrease in nearest 

neighbors at the metal surface.  This lower coordination number results in more localized 

electron wavefunctions, a narrower d-band, and in turn a larger magnetic moment per 

atom.  Figure 2.9 shows a qualitative model showing the evolution of magnetism for iron 

from the atom through the bulk as the coordination for the system changes.  As the 

coordination number for iron increases, the density of states broadens. 
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were first dried over sodium metal.  PD and C12E6 were dried over sodium sulfate prior 

to vacuum distillation.  Iron pentacarbonyl, 99.5%, was purified by vacuum transfer.  All 

purified reagents were stored in an inert gas glove box.  Purified iron pentacarbonyl or 

Fe(CO)5 was mixed with either dioctyl ether or octadecene and stored in a -50 ˚C freezer 

inside a glovebox to prevent premature decomposition. 

Fe nanoparticles with PD surfactants were synthesized using a previously 

published procedure.[5]  Briefly, a reaction flask is filled with 2 mL of dioctyl ether and 

0.002 mL PD inside an inert gas purged glove box.  The flask is then removed from the 

glove box, attached to a bubbler, and put under flowing nitrogen.  Next, the flask is 

heated to 200 ˚C with a reflux condenser and vigorous stirring.  A syringe filled with 

dioctyl ether, PD, and iron pentacarbonyl is inserted into the flask via a septa top.  The 

syringe is filled with a 900:1 volumetric ratio of dioctyl ether to surfactant and 100:1 

volumetric ratio of iron pentacarbonyl to surfactant.  The contents of the syringe are 

injected into the flask at a rate of 1.6mL/hr. using a syringe pump.  The injection time is 

adjusted to alter the final iron pentacarbonyl to surfactant ratio (and final particle size).  

Once the entire contents of the syringe are injected into the flask, the reaction is allowed 

to continue for 1 hr.  After the completion of the reaction, the flask containing the iron 

nanoparticles is pumped into a nitrogen purged glove box.  

Fe nanoparticles with C12E6 surfactants are synthesized with an almost identical 

procedure.  The differences were filling the reaction flask with 1.44 mL of octadecene 

and 0.05 mL of C12E6.  The contents of the syringe did not contain surfactant.  Rather, it 

only contained a 4:1 volumetric ratio of octadecene to Fe(CO)5.  The C12E6 molecules 

are much larger than PD molecules, interact differently with the iron surface, and provide 

another system to compare and contrast the PD data to.  The chemical structure of both 

PD and C12E6 are displayed in Figure 3.3.  Throughout the study, extreme care was 
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Bright field TEM images were acquired with a JEOL 1200 EX (Tokyo, Japan) 

using an acceleration voltage of 120 kV.   The instrument has a point to point resolution 

of approximately 9 Å.  Images were collected on a Gatan slow scan CCD camera. 

3.3.2 Results and Size Analysis 

Size distributions of the iron nanoparticles were determined from TEM images 

using ImageJ (public domain software, National Institutes of Health; Bethesda, MD, 

USA).  Briefly, the Feret diameter (defined as the maximum caliper diameter) was 

measured for a minimum of 300 particles selected from multiple micrographs.  Both 

particles in contact with the edge of an image and overlapping particles were excluded 

from the size analysis. 

Although the particles were stored and handled only under inert conditions, an 

oxide layer is still visible in many of the TEM images.  The presence of some oxidized 

species detected through XAFS experiments will be discussed below.  However, the 

amount of oxide detected in XAFS experiments cannot fully account for the oxide shell 

visible in the TEM images.  Once the particles are deposited onto a TEM grid and the 

solvent evaporated, the reactive iron surface is particularly susceptible to oxidation.  In 

fact, a monolayer of iron oxide has been shown to form with 1×10-6 Torr sec exposure of 

oxygen and stepped surfaces have been shown to be even more susceptible to 

oxidation.[79, 80]  Therefore, TEM measurements conducted under high vacuum (HV) 

conditions are not an accurate way to determine the presence or absence of surface oxide.  

Methods which measure the properties of a large ensemble of particles maintained in 

dried and degassed solvents are much better for this purpose. 

A TEM image of iron nanoparticles synthesized with a Fe(CO)5:C12E6 molar 

ratio of 1:1 is displayed in Figure 3.4.  The inset of Figure 3.4 contains a histogram of the 
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particle size distribution for this sample.  A TEM image (with a histogram of the particle 

size distribution included as an inset) of a sample synthesized with a Fe(CO)5:C12E6 

molar ratio of 11:1 is displayed in Figure 3.5.  Samples synthesized with PD surfactants 

are displayed in Figures 3.6 and 3.7.  Figure 3.6 contains an image of particles 

synthesized with a Fe(CO)5:PD ratio of 13:1 and Figure 3.7 shows an image of particles 

synthesized with a Fe(CO)5:PD ratio of 35:1.  Both figures contain histograms of the 

sample size distribution as an inset. 

 Analyzing the particle sizes as a function of iron pentacarbonyl to surfactant ratio 

shows that particle diameter can be controlled in a linear fashion over a limited range 

when both PD and C12E6 surfactants are used.  The mechanism for nanoparticle growth 

in the case of both ligands has an initial nucleation phase as the iron pentacarbonyl 

solution is first dripped into the reaction vessel.  This results in non-linear growth at the 

lowest iron pentacarbonyl to surfactant ratios.  The nucleation phase is following by a 

sustained period of linear growth, which is plotted for both surfactants in Figure 3.8.  It is 

believed that once the particles have grown to a certain size, their magnetic moments are 

sufficiently large that magnetic agglomeration following by precipitation to the bottom of 

the reaction vessel occurs.  If iron pentacarbonyl continues to be added into the reaction 

vessel, another phase of particle nucleation begins.  This process, if controlled properly, 

could be used to synthesize large volumes of iron nanoparticles of a specified diameter 

over a sustained period of time. 
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Chapter 4 

Magnetic Characterization of Magnetic Nanoparticles1 

4.1 INTRODUCTION TO MAGNETOMETRY 

When measuring small samples or those with a low moment, flux based methods 

of measuring magnetization are often the most practical.  These methods measure the 

change in flux through a pick-up coil as the sample is moved.  Those most simple of the 

flux based methods is the extraction magnetometer, in which a sample starting at the 

center of a pick-up coil is removed to a point outside of the coil.  By using two oppositely 

wound segments, so as to not register changes in the field applied to the sample, an 

improved pick-up coil can be constructed.  Extraction magnetometers can have a 

sensitivity of approximately 10-6 Am2.[81]  The vibrating sample magnetometer (VSM) is 

essentially an AC version of the extraction magnetometer.  In a VSM, the sample is 

vibrated at a frequency typically in the range of 10-100 Hz about the center of a set of 

pick-up coils.  A VSM is capable of detecting moments as small as approximately 10-8 

Am2.[81]  An extremely sensitive flux based method of magnetic measurements uses a 

superconducting quantum interference device (SQUID).  SQUID magnetometers have 

sensitivities of 10-10 Am2 for DC measurements and as high as 10-12 Am2 for AC 

measurements.  The high sensitivity is made possible by the SQUID device itself, which 

can detect a10-6 fraction of a flux quantum h/2e = 2.1 x 10-15 Tm2.[81] 

4.1.1 SQUID Magnetometry 

The magnetometry measurements described here were made on a Magnetic 

Property Measurement System (MPMS) manufactured by Quantum Design (San Diego, 

CA).  The MPMS combines several different systems to make an integrated platform for 

                                                 
1 Part of this chapter was submitted for publication in J. Magn. Magn. Mater. on 11/2/2011. 
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measuring the magnetic response of samples.  These systems include:  a temperature 

control system which allows the temperature of the sample to be adjusted between 1.9 to 

400 K; a superconducting magnet capable of generating fields up to 7 T; a SQUID 

detector and amplifier system; a sample handling system to control the motion of the 

sample through the pick-up coils; and a computer operating system.  The MPMS is 

available with an AC measurement option capable of supplying drive frequencies 

between 0.1 Hz and 1 kHz. 

The rf SQUID is the key component of the MPMS magnetic moment detection 

system.  The rf SQUID was made possible by B.D. Josephson, who proposed the 

Josephson junction in 1962, and for which he later won a Nobel Prize.  In 1964, 

Anderson and Rowell experimentally observed a Josephson junction.  A SQUID device 

consists of a closed superconducting loop with one (rf) or two (DC) Josephson junctions 

in the loop’s current path.  Since they are considered easier to manufacture, rf SQUIDs 

are more common in commercial instruments.   

Although the SQUID is a highly sensitive device for detecting magnetic fields, in 

the MPMS, it is not used to directly measure the sample’s magnetic field.  Instead, the 

SQUID is located approximately 11 cm below the instrument’s superconducting magnet 

and inside of a superconducting shield, which protects the SQUID from the field 

generated by the superconducting magnet and the ambient laboratory field.  The SQUID 

is connected to superconducting pick-up coils which sit just outside of the sample space 

via superconducting wires.  Any change in magnetic flux inside the pick-up coils changes 

the persistent current in this closed superconducting loop.  The SQUID then functions as 

an extremely sensitive linear current-to-voltage detector.   

The detection coil is a superconducting wire wound into three coils to form a 

second-order, i.e. second-derivative, gradiometer (see Figure 4.1).  The upper coil is a 
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is lined with copper to maintain a region of high thermal uniformity.  Two calibrated 

thermometers are placed inside the sample space to ensure precise temperature control, 

which is regulated through the use of heating coils and pulling liquid He boil off (from 

the liquid He which immerses the superconducting solenoid and detection circuit) 

through the sample space.  Samples are loaded into the sample space via an airlock 

system. 

The sample is attached to the end of a long rigid sample rod, which feeds into the 

sample space through a double seal called a lip seal.  The top of the sample transport rod 

is attached to a stepper motor which moves the sample through the pick-up coils in a 

series of discrete steps.  Since the detection circuit is a complete superconducting loop, 

the induced current will not decay and it is possible to move the sample in steps rather 

than a continuous motion.  The SQUID voltage is recorded at each stop of the stepper 

motor and the entire scan can be repeated multiple times to improve signal-to-noise.  If 

the sample is much smaller than the detection coil and is uniformly magnetized it will 

produce a signal very close to that of a point-source magnetic dipole being pulled through 

a second-order gradiometer.  A magnetic nanoparticle sample whose signal very closely 

matches that of dipole source is displayed in Figure 4.3.  The magnetometer software has 

fit the data with the theoretical signal of a dipole moving through the gradiometer using a 

linear regression algorithm.  By fitting the data in this fashion, the MPMS software can 

extract the sample’s moment.   
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loop.  If the sample is measured above its TB, it will not exhibit any remanance 

magnetization or coercivity, and its magnetic response can be fit with the Langevin 

equation (2.9).  The hysteresis loop of a ferrite nanoparticle sample below its blocking 

temperature is displayed in Figure 4.4a.  The saturation magnetization, remanance 

magnetization, and coercive field are all labeled.  The magnetic response of the same 

sample at 300 K, above TB for this sample, is displayed in Figure 4.4b.  The sample 

exhibits a high initial susceptibility (χi), which is labeled along with the Ms. 
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The temperature dependent response of magnetic nanoparticles most often 

consists of two different curves:  a zero-field-cooled (ZFC) curve and a field-cooled (FC) 

curve.  These two sets of data enable the determination of where the magnetic behavior of 

the particles is reversible (in this case, superparamagnetic) or hysteretic.  The particles 

should be immobilized so that only Néel relaxation (rotation of the particles’ moments) 

and not Brownian relaxation (rotation of the particles themselves) can occur.  This can be 

accomplished by dispersing the particles in a solvent and then freezing it, or by 

depositing the particles onto a fixed substrate or matrix material.   

The ZFC measurement begins by rapidly cooling the nanoparticle sample to near 

0 K in the absence of a magnetic field.  At this point, the sample should consist of 

randomly oriented nanoparticles with their magnetic moments oriented along one of their 

easy directions.  Next, a small field, generally 1 mT, is applied to the sample and the 

magnetization of the sample is measured as it is slowly warmed.  As the thermal energy 

available increases, the particles’ moments begin to align with the applied field.  The 

sample’s collective moment eventually reaches a maximum, which experimentally 

determines TB.  Above TB, there is enough thermal energy to rotate the particles’ 

magnetization away from the direction of the small applied field and the collective 

moment falls off as 1/T.   

In order to measure the FC curve, the sample is re-cooled.  As the sample is 

cooled under the small applied field, it will retrace the ZFC curve to TB.  Below TB, the 

particles’ magnetizations become “blocked” and they remain in their maximally aligned 

state.  Therefore, thermal (and field dependent) hysteresis is observed below TB.  Figure 

4.5 shows the M(T) response for an iron nanoparticle sample along with the key features 

of the ZFC and FC curves.  Both the ZFC and FC curves can also be collected over a 
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destructively, by forming the phenanthroline/Fe2+ complex, and spectrophotometrically 

quantifying the concentration of a known dilution.[83]  Magnetic data plotting, analysis, 

and fitting were performed using Igor Pro (WaveMetrics, Inc., Lake Oswego, OR, USA). 

4.2.2 DC Magnetic Characterization 

Due to the use of a surfactant that binds less strongly to the iron surface than 

ligands commonly used, nanoparticle samples with diameters of 5 nm or less synthesized 

with β-diketone surfactants have σsat values as high as 209 Am2/kg (for bulk iron 

σsat=222 Am2/kg at 0 K).[84]  A magnetization curve of an iron nanoparticle sample with 

a volume average diameter of 5 nm determined through transmission electron microscopy 

(TEM) is displayed in Fig. 4.6.  Based on the determination of the mass of Fe in this 

sample we estimate the σsat of the sample (at 5 K) to be 209 Am2/kg.  Despite σsat values 

approaching bulk iron, our characterization below shows that these nanoparticles have an 

effective anisotropy that is more than an order of magnitude greater than bulk iron. 
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magnetometer’s DC measurement time (τ) of 100 s (which is typical for most 

instruments), the TB for nanoparticles with cubic anisotropy follows the following 

equation: 

 
(4.1) 

where K1 is the first coefficient of magnetocrystalline anisotropy, V is the particle 

volume, kB is the Boltzmann constant, and τ0 is a constant referred to as the attempt time 

which should fall within the accepted range of 10-9 – 10-12 s.[18, 19, 56, 85-87]  Figure 

4.7 displays zero-field-cooled (ZFC) curves measured using DC magnetometry for iron 

nanoparticles with diameters of 2.3, 3.1, 3.4, and 4.5 nm (as determined by fitting the 

field dependent magnetometry data with a Langevin function and confirmed with TEM).  

Within the figure, moments are normalized for ease of comparison between data from 

different samples.  Values of TB can be recorded by determining the peak location in each 

ZFC curve.  The values of TB scale with the volume of the particles as Eq. (4.1) would 

indicate.  Blocking temperatures from this DC magnetometry data are plotted as a 

function of particle diameter in Fig. 4.8.  A dashed line of blocking temperatures 

resulting from a constant K1 and τ0=10-10 s is co-plotted with measured values of TB and 

provided as a guide.  These DC blocking temperatures are compared to a curve 

displaying the calculated blocking temperatures for hypothetical bcc Fe nanoparticles 

with a measurement time (τ) of 100 s, a value of τ0=10-10 s, and the bulk value of K1 for 

bcc iron.  In all cases, TB (and therefore K1) for the synthesized Fe nanoparticles are well 

above those calculated using the values of bulk Fe.  The measured blocking temperatures 

also lie along a line of constant anisotropy, suggesting that this anomalous property is not 

dominated by either surface effects (which would be strongest in the smallest 
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function of the frequency of the applied field.  In AC ZFC data, the experiment time is 

dictated by the frequency of the applied field, unlike DC ZFC data, where the time to 

reorient is the timescale of the experiment.  Once again, we take TB to be the peak 

moment in the ZFC data set.   
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Our AC data shows that the TB increases with the measurement frequency, as 

expected in a thermally activated process.  If the particles are assumed to be 

noninteracting, they should obey the Néel-Brown model, and the relaxation time (τ) can 

be plotted as a function of 1/TB and fit with the following Arrhenius function (2.7)[56, 

88]: 

 
(4.2) 

where τ0 is the attempt time, EB is the activation energy required to reverse a particle’s 

magnetization, kB is the Boltzmann constant, and T is the temperature in Kelvin (in this 

case TB).  EB is equal to the product of the first coefficient of magnetocrystalline 

anisotropy (K1) and the particle’s volume (V) in the case of a material with uniaxial 

anisotropy.  In the case of cubic anisotropy where the easy directions lie along the cube 

edges (as in bcc iron), K1 should be replaced by K1/4.[6, 18, 56, 89] 

A plot of the natural logarithm of the relaxation time vs. 1/TB for the set of 3.1 nm 

diameter iron nanoparticles is displayed in Fig. 4.10.  From the slope of a linear fit 

(dashed line) to this data we determined the particles have a K1 value of 7.7×106 ± 

0.4×106 Jm-3, which is over two orders of magnitude greater than the value for bulk iron 

(4.72×104 Jm-3).[57]  From the Y-intercept, we determined that τ0=4.1×10-20 ± 0.2×10-20 

s, which is too small to have physical meaning and far outside of the typical values of τ0 

(10-9 – 10-12 s).[18, 19, 56, 85-87]  Values of K1 and τ0 determined for the remaining 

samples (along with their mean diameters) are listed in Table 4.1.  In all cases, K1 is more 

than an order of magnitude higher than the magnetocrystalline anisotropy for bulk iron.  

However, since all of the determined values for τ0 are well below the typically accepted 

range, the validity of the Néel-Brown model and the assumption of non-interacting 
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Sample Néel-Brown Spin-Glass Power-Law 

Diameter 
(nm) 

 
Φ

τ0  
(s) 

K1  
(106 Jm-3) 

τ0  
(s) 

Tg 
(K) 

zν 

2.3 0.08 1.1×10-14 3.4 ± 0.1 1.3×10-4 8.6 ± 0.2 10.2 
3.1 0.06 4.1×10-20 7.7 ± 0.4 6.5×10-7 39.8 ± 1.7 9.6 
3.4 0.06 5.9×10-20 6.6 ± 0.2 1.6×10-6 40.7 ± 11.3 13.5 
4.5 0.05 5.2×10-25 8.0 ± 0.4 3.4×10-6 111.9 ± 11.6 5.5 

Table 4.1: Fitted parameters for both the Néel-Brown and spin-glass power-law models 
along with values of Φ evaluated about f = 30 Hz. 

In order to determine whether the nanoparticle samples were exhibiting spin-glass 

type behavior or that of interacting superparamagnetic nanoparticles we assessed the 

value of the model-independent empirical parameter Φ.  This parameter relates the shift 

in the temperature of the maximum in χ′ or χ″ (TM) with the measured frequency, f, for 

an AC susceptibility data set using the following equation: 

 
(4.3) 

where ΔTM is the difference between TM measured in the Δlog10(f) frequency interval.  

For this set of samples, Φ was evaluated about f = 30 Hz (therefore the value of TM at 

f=30 Hz was used).  The values of Φ (also displayed in Table 4.1) for all of the iron 

nanoparticle samples lies within the range for interacting superparamagnetic 

nanoparticles (0.05 – 0.13), with a trend towards smaller values as the particle diameter 

increases.[6]  This trend towards smaller values indicates that the degree of dipolar 

interaction increases with the particle size, however, values of Φ remain larger than those 

found in conventional spin glass systems (0.005 – 0.015).[89, 90] 

Although the values of Φ suggest that  TM is varying with respect to changes in 

the measurement frequency more than in a spin-glass system, attempting to fit the data 
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with a spin-glass model could provide additional assurance that these nanoparticle 

systems are not acting collectively as a spin-glass.  The data was fit with a model based 

on dynamical scaling near a phase transition, in this case, near the glass transition 

temperature, Tg.  The equation describing this power-law behavior is: 

 
(4.4) 

Where once again, τ0 is the attempt time, and TM is the temperature of the maximum in χ′ 

or χ″.[90, 91]  The product exponent zν is called the dynamical exponent.  Fitting of the 

nanoparticle data with this power-law (plots not shown but fitting results are listed in 

Table 4.1) yielded good quality fits, however the values determined for τ0 bring into 

question the validity of a spin-glass model for these Fe nanoparticle systems.  Although 

all of the values found for the dynamical exponent (except for the 3.4 nm particle) are 

within the accepted range of values (4 – 12),[90] the values of τ0 are all many orders of 

magnitude larger than the expected values (10-10 – 10-14).[85]  Because of these 

unphysical large values of τ0 the existence of a phase transition to a glassy state in our 

samples can be discounted.   

While a spin-glasslike state does not exist in the iron nanoparticle samples 

considered here, it is clear that there is a degree of dipolar interactions between the 

individual nanoparticles comprising each sample.  The Vogel-Fulcher law accounts for 

dipolar interactions by including a term T0, which is the strength of the particle 

interaction (in K).  The relaxation time is defined in the following manner using the 

Vogel-Fulcher law: 
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All terms except for T0 are identical to the terms defined in the Néel-Brown model, or 

Eqn. (4.2).  A plot of the Vogel-Fulcher model fit to the AC susceptibility data for the 3.1 

nm sized sample can be seen in Figure 4.10 (solid line).  This sample had a value of K1 

equal to 1.8×106 ± 0.4×106 Jm-3, τ0=1.3×10-11 ± 0.1×10-11 s, and T0=28.8 ± 3.2 K.  For all 

four sizes of iron nanoparticles, the Vogel-Fulcher model yielded excellent fits and the 

results can be seen in Table 4.2.  As the diameter of the particles increased, their 

magnetocrystalline anisotropy remained constant, with a mean value of 1.9×106 ± 0.3 

J/m3.  The degree of particle interaction (T0) increased as the particles’ diameter became 

larger, which is to be expected.  However, the values of τ0 remained within an acceptable 

range of physical values.  The only sample for which a questionable value of τ0 was 

measured was the 4.5 nm sample, whose value (5.1×10-14 ± 1.7×10-14 s) was outside of 

the most accepted range of  (10-9 – 10-12 s).[18, 19, 56, 86, 87]  Other authors do suggest 

that reasonable values of τ0 could be as low as 10-14 s.[85, 89]  It is clear that from the 

value of T0 (65.4 ± 25.4 K) and from its value of Φ discussed earlier, that this sample has 

the largest degree of dipolar interactions.  The value of Φ for this sample (0.05) suggests 

that this particle has dipolar interactions strong enough that it is on the verge of becoming 

a weakly coupled spin-glass.  For this reason, the Vogel-Fulcher law may not provide as 

good of a fit as with the other three Fe nanoparticle samples, which the larger errors of 

the fitted parameters suggest.  Nevertheless, this sample’s value of K1 (2.1×106 ± 1.5×106 

Jm-3) is no larger than the three smaller samples.   
  



 58

Diameter 
(nm) 

τ0  
(s) 

K1  
(106 Jm-3) 

T0  
(K) 

2.3 3.0×10-12 2.2 ± 0.9 2.8 ± 2.3 
3.1 3.1×10-10 1.4 ± 0.6 30.7 ± 4.4 
3.4 1.3×10-11 1.8 ± 0.4 28.8 ± 3.2 
4.5 5.1×10-14 2.0 ± 1.6 65.5 ± 25.4 

Table 4.2: Parameters determined through fitting AC magnetometry data with the 
Vogel-Fulcher law. 

A mean value of K1=1.9×106 Jm-3 for all the nanoparticle samples studied gives 

them a magnetocrystalline anisotropy over an order of magnitude greater than the value 

for bulk iron (4.72 x104 Jm-3).[57]  Since the Vogel-Fulcher law accounts for dipolar 

interactions, the large anisotropy cannot be attributed to particle-particle interactions.  If 

the large anisotropy was caused by a surface mediated effect, the values of K1 should 

vary inversely with the particle diameter, but this was not the case.  This lack of variation 

with size led us to explore the possibility that the enhanced anisotropy may be caused by 

some intrinsic material property of the nanoparticles. 
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Chapter 5 

Synchrotron X-ray Characterization of Iron Nanoparticles1 

5.1 INTRODUCTION TO SYNCHROTRON RADIATION 

Synchrotron radiation was originally considered a waste product and a nuisance to 

high energy physicists because the energy lost to this radiation had to be replaced by rf 

energy.  However, over the past thirty years synchrotron radiation has had an enormous 

impact on many areas of science.   

Synchrotron radiation is created by electrons of constant energy (on the order of a 

few GeV) that circle around a storage ring.  The electrons are kept on the desired 

horizontal orbit by vertical magnetic fields generated by dipole electro-magnets which 

are located around the ring.  Additional magnets, such as quadrupoles and sextupoles 

keep the electrons focused in a well-defined cross section.[92]  Photographs of different 

magnets used in an electron storage ring are displayed in Figure 5.1. 
  

                                                 
1 Portions of this chapter were submitted for publication in J. Magn. Magn. Mater. on 11/2/2011 and J. 
Appl. Phys. on 11/30/2011. 
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within a half second.  From the booster synchrotron, the electrons are injected into the 

1104 m circumference storage ring.  The APS storage ring is comprised of 40 straight 

sections or sectors, brought together by bending magnets (dipole magnets).  Five sectors 

are reserved for rf equipment and beam injection leaving 35 sectors for experimental 

setups.  “Third generation” synchrotron storage rings such as the APS add insertion 

devices to their straight sections to enable a wide range of advanced experiments that 

require high X-ray flux and a tunable X-ray energy.  Insertion devices include wigglers 

and undulators which are both constructed out of arrays of magnets.  A diagram of a 

typical APS sector is displayed in Figure 5.3. 
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The experimentally observable structure function can then be related to the coherent part 

of the total scattered intensity as follows[94, 96, 97]: 

(5.3) 

where Icoh(Q) is the coherent scattering intensity per atom in electron units and ci and fi 

are the atomic concentration and X-ray scattering factor, respectively, for the atomic 

species of type i.  This quantity is often displayed as the reduced structure function: 

(5.4) 

The PDF is the Fourier transform of the reduced structure function: 

(5.5) 

The PDF can also be written as: 

(5.6) 

where ρ(r) and ρ0 are the local and average atomic number densities, respectively, and r 

is the radial distance.  In order to produce the most useful PDFs a Q range of ~ 30 Å-1 and 

therefore synchrotron based radiation is required.[95]  This contrasts with most lab X-ray 

diffractometers which use Cu Kα radiation at a wavelength of 1.54 Å and are limited to a 

maximum Q of about 8 Å-1.   

5.2.1 Sample and Data Handling 

High-energy X-ray diffraction experiments were carried out on beamline 11-ID-C 

at the Advanced Photon Source (APS), Argonne National Laboratory using X-rays of 

energy 114.496 keV (λ=0.1083 Å) and a 2 dimensional detector (mar345 image plate).  

For the diffraction measurements, iron nanoparticles in dioctyl ether were sealed in glass 
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capillary tubes under an inert atmosphere.  The high flux from the synchrotron radiation 

X-ray source allowed us to measure the weak diffraction patterns of our iron 

nanoparticles with very good statistical accuracy.  Additionally, the higher energies of 

synchrotron X-rays made it possible to reach higher scattering vectors (Q).  Both the high 

flux and ability to reach high Q are necessary for the success of the atomic pair 

distribution function (PDF) analysis described here.[95]  The X-ray data reduction and 

conversion to atomic PDFs was completed using the program RAD.[98]  Structure 

modeling was performed using the program PDFFIT.[99]  PDFFIT calculates the PDF 

from a structural model using the following relation: 

(5.7) 

where the sum goes over all pairs of atoms i and j within the model crystal separated by 

rij.  The scattering power of atom i is bi and 〈b〉 is the average scattering power of the 

sample.  In the case of X-ray scattering bi is the atomic form factor evaluated at a user-

defined value of Q.  In order to account for either thermal or static displacements from 

the average atomic positions each delta function in (5.7) can be convoluted with a 

Gaussian. 

5.2.2 Experimental Results 

In an effort to understand the anomalous anisotropy in these iron nanoparticles, 

we studied their atomic-scale structure using high-energy X-ray diffraction, analyzing the 

data using the PDF approach.  Standard XRD could not provide data of sufficient quality 

for structural analysis of the iron nanoparticles (see Figure 5.5 for XRD data generated on 

a laboratory instrument which merges low Q data from a Cu target with high Q data from 

a Mo target).  The plots of the experimental atomic PDF as a function of radial distance 
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5.3 XAFS EXPERIMENTS 

X-ray absorption fine structure (XAFS) is related to how X-rays are absorbed by 

an atom at energies near and above the core-level binding energies of that atom.[100]  

More specifically, XAFS is caused by the modulation of an atom’s X-ray absorption 

probability due to the chemical and physical state of the atom.  The energy of the 

incoming X-rays can be tuned such that they excite and study the environment 

surrounding a single element within a sample.  These absorption spectra are sensitive to 

the absorbing atom’s oxidation state, coordination chemistry, nearest neighbor distances 

and species, and coordination number.  XAFS probes the immediate environment of the 

selected element, to within about 6 Å.  Unlike XRD, the theory and interpretation of 

XAFS does not rely on any assumption of periodicity or symmetry.  For this reason, 

XAFS is a useful structural probe for nanocrystalline and highly disordered materials, 

including nanoparticles.  The collection of X-ray absorption data is relatively 

straightforward as long as an intense and tunable source of X-rays is available.  XAFS 

techniques were first developed in the early 1970s[101] and the technique continues to be 

widely used at synchrotron storage rings all over the globe. 
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the absorption edge to approximately 1000 eV or even higher.  Figure 5.7 shows the X-

ray absorption edge, XANES region, and EXAFS region for a NiO sample.  The data was 

collected near the Ni K-edge.  The absorption edge, which is the step-like part of the 

absorption spectrum, for this NiO sample has a strong peak referred to as a “white” line.   

When the X-ray absorption process excites a core level electron in an atom with 

neighbors, the excited photo-electron can scatter from electrons of the neighboring atoms.  

The scattered photoelectron can then return to the absorbing atom and affect the 

availability of electronic states in the absorbing atom.  This means that the photoelectron 

scattered back from the neighboring atoms will alter the absorbing atom’s absorption 

coefficient.  This process is the origin of XAFS, which is described further in Figure 5.8 

with the example of the absorption spectrum of NiO.   

The XAFS spectrum of NiO is displayed in Fig. 5.8a.  Below the absorption edge 

of NiO (approximately 8333 eV) , incoming X-rays do not have sufficient energy for the 

creation of a photoelectron (see Figure 5.8b).  If the arriving X-rays have an energy 

above the absorption edge core level electrons are promoted to the continuum (Fig. 5.8c 

and 5.8d).  The kinetic energy of the ejected photoelectrons will equal the difference 

between the incident X-ray energy and the electron binding energy.  These 

photoelectrons can be described as spherical waves propagating outward from the 

absorbing atoms (see Fig. 5.8c and 5.8d), which can then scatter from the neighboring 

atoms and change the absorption coefficient of the absorber atom.  The absorption 

coefficient is determined by the relative phase of the outgoing photoelectron wave and 

the scattered wave, which is determined by the photoelectron wavelength and the 

distance between the absorbing and scattering atoms.  If these waves are out of phase (Fig 

5.8c), a minimum in absorption occurs, resulting in a drop in the XAFS spectrum.  As the 

incident X-ray energy is increased the photoelectron wavelength becomes shorter and the 
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coordinating atoms within a particular coordination shell (group of atoms at the same 

radial distance from the absorber atom).  In the case of multiple scattering events, Nj 

represents the number of identical paths.  S0
2 is the passive electron reduction factor 

which accounts for the slight relaxation of the remaining electrons in the presence of the 

core hole vacated by the photoelectron.  σ2 is the mean-square displacement of the bond 

length between the absorber atom and the coordination atoms in a shell.  The σ2 term 

accounts for both dynamic (thermal) and static (structural heterogeneity) disorder.  The 

exponential term which includes λ(k) in its argument causes the EXAFS signal to be 

dominated by scattering contributions from atoms within 10 Å or less of the absorber 

atom.   

5.3.1 Sample Preparation 

Experiments were carried out at the bending magnet beamline (5-BM-D) operated 

by the DuPont–Northwestern–Dow Collaborative Access Team (DND-CAT) at the 

Advanced Photon Source (APS) of Argonne National Laboratory (Argonne, IL).  The 

beamline uses a Si(111) monochromator for energy selection. The energy resolution at 

the Fe K-edge (7112 eV) is ~1.0 eV.  During the X-ray absorption measurements, the 

synchrotron storage ring was operated in the “top-up” mode, with the electron beam 

current kept at ~100 mA.  The X-ray beam size in the experimental station is selected by 

two sets of Huber slits that are 2 × 8 mm2.  The X-ray energies were calibrated by using 

an Fe standard measured in transmission. 

Particles with PD surfactants were synthesized with Fe(CO)5:PD molar ratios of 

13:1 and 35:1.  Particles with C12E6 surfactants were synthesized with Fe(CO)5:C12E6 

molar ratios of 1:1 and 11:1.  This provided both a “small” and “large” sample with each 

choice of ligand to help distinguish between surface and bulk effects in the XAFS data.  
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Table 5.2 lists the samples used for this study in addition to their Fe(CO)5 to ligand ratio 

and volume average diameter. 

 

Sample Name Surfactant Fe(CO)5:ligand  
molar ratio

Vol. Avg. 
Diameter (nm)

PD-13to1 PD 13:1 4.48 ± 1.00 

PD-35to1 PD 35:1 6.97 ± 1.84 

C12E6-1to1 C12E6 1:1 8.85 ± 2.31 

C12E6-11to1 C12E6 11:1 10.55 ± 1.32 

Table 5.2: Details of the iron nanoparticle samples studied with XAFS. 

Iron nanoparticle samples for XAFS were prepared in a glove box by adding 1.5 

mL of nanoparticles suspended in either dioctyl ether or octadecene to a 2 mL screw top 

microcentrifuge tube from VWR (Radnor, PA).  An Oxford Instruments Isis 300 energy 

dispersive X-ray spectrometer (EDS) equipped with an ultrathin window and mounted on 

a JEOL 5800 LV SEM was used to verify that the centrifuge tubes did not contain iron 

impurities within the detection limit of the EDS.  The centrifuge tube caps were wrapped 

in Parafilm “M” and the tube placed inside a clear plastic bag which was then heat sealed.  

For shipment to APS, the samples were heat sealed inside two mylar foil bags with a 

desiccant pack and oxygen absorber  (IMPAK Corp.; Los Angeles, CA).  Just prior to 

measurement, the outer two mylar foil bags were removed and the sample was placed in 

the beamline under a plastic bag filled with flowing nitrogen.  The nanoparticle samples 

were measured in fluorescence mode.  Photographs of the XAFS experimental setup and 

a close in picture of the Fe nanoparticle sample mounting are displayed as Figures 5.10 

and 5.11, respectively. 
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In addition to the nanoparticle samples, foils of Fe, FeO, Fe2O3 and Fe3O4 were 

measured in transmission.  Powders of Fe(II) acetylacetonate (Fe(II)acac) and Fe(III) 

acetylacetonate (Fe(III)acac) were deposited on kapton tape and measured.  Fe(II)acac 

was measured in transmission and Fe(III)acac was measured in fluorescence.  Fe(CO)5 

was sealed inside a microcentrifuge tube and measured in fluorescence mode.  These 

standards were used in analyzing the XANES data using linear combination fitting 

(LCF). 
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All plots were generated using Igor Pro software (WaveMetrics, Inc.; Lake 

Oswego, OR, USA).  Additional image rendering was completed using Inkscape (public 

domain software, Inkscape Project; New York, NY). 

Extreme care was taken during sample preparation, transport, and measurement to 

avoid any exposure to conditions which could oxidize the iron nanoparticles.  For each 

sample, no evidence of oxidation or radiation damage could be observed over the 

maximum of 15 energy scans (a total data collection time of approximately 10 hrs.) 

5.3.2 XANES Experimental Results 

XANES data for samples PD-13to1 and PD-35to1 are displayed in Figure 5.12 

and 5.13, respectively.  In addition to the spectra from the Fe nanoparticle sample, spectra 

from the references that produced a best linear combination fit (scaled according to their 

contribution to the fit) and the fit itself are also plotted.  The linear combination fitting 

(LCF) range for all samples was from 10 eV below to 30 eV above E0 (chosen as the zero 

crossing in the second derivative of the absorption edge).  Additionally, for all fits E0 was 

kept fixed and the addition of a linear term after E0 was not allowed.  Initially, all of the 

standards measured were included as a potential contributor to a best fit. 
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much like an acetylacetonate anion.  Since the PD is interacting with iron atoms at the 

surface, more than two PD molecules would be sterically hindered from coordinating to a 

single iron atom.  This would in part explain the lack of any Fe(III)acac at the 

nanoparticle surface.  Since the best fits were produced using a combination of Fe(II)acac 

and FeO for the Fe(II) species, this suggests that electrons withdrawn by the PD ligands 

may be shared between neighboring Fe atoms.   

 

Sample Name Fe FeO Fe(II)acac Fe2O3 Fe3O4 

PD-13to1 49(2) 29(2) 22(1)   

PD-35to1 67(2) 11(2) 22(1)   

C12E6-1to1 20(2)   40(3) 40(4) 

C12E6-11to1 62(2) 38(2)    

Table 5.3: XANES LCF fitting results (fitting results given in %). 

LCF fits of the XANES data for particles synthesized with C12E6 revealed 

differences between the surface interactions of C12E6 and PD.  Plots of the XANES data, 

reference spectra used in LCF, and best fit for samples C12E6-1to1 and C12E6-11to1 are 

displayed in Figure 5.15 and 5.16, respectively.  Although Fe(II)acac and Fe(III)acac 

were tried as fitting standards, neither molecule contributed to the best fits.  This was 

expected since PD was no longer present as a ligand and due to the difference in 

interaction between both PD and C12E6 with the iron surface.   

Sample C12E6-1to1 was best fit with 20% Fe, 40% Fe3O4 and 40% Fe2O3.  The 

large amount of Fe(III) species leads us to believe that this sample was oxidized during 

the synthesis process.  We believe the oxidation occurred not due to improper air-free 

chemistry techniques but rather through the nanoparticles’ interaction with excess C12E6 
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inert gas glovebox.  The samples were then sealed in glass vials and taken immediately to 

the FT-IR sample chamber. 

The presence of Fe(acac) like species at the surface of iron nanoparticles 

passivated with PD has also been observed using Fourier transform-infrared spectroscopy 

(FT-IR), where strong similarities exist between the spectra of Fe nanoparticles with PD 

ligands and Fe(III)acac.  A plot of FT-IR spectra comparing iron nanoparticles with PD 

ligands to both Fe(III)acac and PD (neat) is displayed in Figure 5.17.  Some absorption 

peaks visible in the Fe(III)acac spectra shown here (and in Fe(III)acac spectra reported in 

the literature) that are visible in the Fe nanoparticle spectra include:  the C=C stretching 

vibration at 1573 cm-1, C=O stretching mode at 1525 cm-1, CC and CCH3 stretch at 1275 

cm-1, CH3 rocking mode at 1025 cm-1, and CCH3 and CO stretch at 930 cm-1.[111-113]  

Of particular note is the Fe-O stretch visible at 660 cm-1.  This provides strong evidence 

that the PD interaction with the nanoparticle surface is ionic in nature.   
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samples, multiple k-weight (1,2,3) fitting maximized the use of the data.  To produce a fit 

with a reasonable R factor the background for C12E6-11to1 was included in order to 

account for the density around 1 Å which is somewhat larger and likely unphysical.  The 

fitting results crucial for our investigation are summarized in Table 5.4. 

 

Sample Name %FeO Fe-Fe bond 
Distance (Å)

Fe-O bond  
Distance (Å) 

PD-13to1 49(5) 2.50(0.03) 2.01(0.04) 

PD-35to1 39(7) 2.51(0.03) 1.94(0.06) 

C12E6-11to1 45(12) 2.51(0.01) 1.94(0.06) 

Table 5.4: EXAFS fitting results. 

The amount of FeO determined by fitting the EXAFS data is consistent (within 

experimental error) with the total amount of Fe(II) species found through LCF of the 

XANES data.  The Fe-Fe bond distances for samples PD-13to1, PD-35to1, and C12E6-

11to1 are expanded by approximately 2%.  The percent expansion was found by 

comparing to the Fe-Fe nearest neighbor distance determined by fitting the EXAFS data 

for the Fe Foil reference.  For iron foil, the Fe-Fe distance was found to be 2.46 ± 0.02 Å.  

A plot of the Fe foil EXAFS data, Fourier transform of the EXAFS data, and fit to this 

data can be found in Figure 5.22.  The Fe-Fe bond distance for sample C12E6-1to1 (not 

shown) was found to be slightly less than bulk.  However, due to the low percentage of 

Fe(0) in this sample, the Fe-Fe nearest neighbor distance value calculated during fitting is 

unreliable.  The Fe-O bond distances do not show any significant trend.  However, FeO is 

not a completely idealized model for this system because of the presence of organic 

ligands at the particles’ surface.  Additional EXAFS fitting results, including values of  



 

E0 (e

in Ta
 

Figur
transf
as a d

nergy origin

able 5.5. 

re 5.22: EXA
form of the E
dashed line. 

 

n of the phot

AFS spectra 
EXAFS spec

toelectron) f

(multiplied 
ctra of Fe fo

92

for both Fe a

by k2) of Fe
il (b).  In (b)

and FeO and

e foil (a) and
) the fit to th

d R factors, 

d plot of the F
he Fe foil dat

can be foun

Fourier 
ta is plotted 

nd 

 



 93

Sample Name E0 (eV), Fe E0 (eV), FeO R factor 

PD-13to1 7113(3) 7120(3) 0.010 

PD-35to1 7113(3) 7118(4) 0.024 

C12E6-1to1 7112 (held fixed) 7122(1) 0.008 

C12E6-11to1 7112 (held fixed) 7114(6) 0.010 

Table 5.5: Additional EXAFS fitting results not included in Table 5.4.  E0 for both Fe 
and FeO theoretical standards was 7112 eV prior to fitting.  R factor provides a measure 
of closeness of fit with a value of zero indicating a perfect match between data and fit. 
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Chapter 6 

Conclusion 

In conclusion, we have shown that chemically-synthesized iron nanoparticles with 

two different ligands (2,4-pentanedione and hexaethylene glycol  monododecylether) can 

be synthesized with σsat values only slightly less than bulk iron, yet have anisotropies 

more than an order of magnitude greater than bulk iron.  This anomalous 

magnetocrystalline anisotropy remains constant with respect to particle size.  Two 

different synchrotron based X-ray characterization techniques (PDF analysis of XRD and 

XAFS) show a 2-3% expansion in the crystalline lattice, which also remains constant 

with respect to particle size. 

Both XANES and EXAFS analysis of iron nanoparticles synthesized with PD and 

C12E6 surfactants have shown that ligands often considered as weakly binding interact 

strongly enough with the nanoparticle surface to produce several layers of Fe(II) species.  

The amount of Fe(II) present scales with the surface to volume ratio of the nanoparticles 

and can play a significant role in the particles’ magnetic properties, particularly by 

reducing apparent σsat values.  Fig. 6.1 displays a scaled representation of the core/shell 

structure observed in particles synthesized with both PD and C12E6.  In the case of PD, 

the ligand was shown to interact with the Fe surface much more strongly than previously 

thought, forming a Fe(acac) like species.  Additionally, a 2% expansion of the crystalline 

lattice of the Fe(0) core for these particles (with both PD and C12E6 ligands) has been 

observed using EXAFS.  The expansion observed in the EXAFS data is consistent with 

results seen in the PDF analysis of high energy XRD data, which observed a 3% 

expansion in the iron nanoparticles’ crystalline lattice.  Results from the PDF analysis 
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also show that these particles have a distorted bcc-type structure and a correlation length 

shorter than their diameters.   

The expansion or contraction of a material’s crystalline lattice (when compared to 

bulk materials) is not without precedence, particularly in nanomaterials studied with 

either EXAFS or PDF.  These newer techniques have enabled the measurement of subtle 

(on the order of a few percent or less) changes in lattice parameters that could not be 

observed previously.  For example, a 1 % lattice volume expansion was observed in NiO 

nanocrystals while Au nanoparticles were reported to have a slightly smaller lattice 

parameter than bulk Au.[115, 116] 

The possibility of any systematic errors affecting the results presented here, 

particularly the increased, yet constant, magnetocrystalline anisotropy values has been 

thoroughly considered.  Particle diameter measurements larger than the values reported 

would have only underestimated the value of K1.  In order for the blocking temperatures 

(and therefore values of K1) of the nanoparticles studied to line up with the curve 

calculated for bulk iron (see Figure 4.8) it would be necessary for their diameters to 

double.  Systematic errors in temperature would have to be far greater (off by a factor of 

8) for the measured values in Figure 4.8 to line up with the theoretical curve.  For the 

largest particles, their measured blocking temperature would have to be reduced by 100 K 

to line up with the theoretical curve.  Additionally, to ensure the accuracy of the 

magnetometry data, the temperature control, thermometry, and magnetic response of the 

magnetometer are thoroughly calibrated at regular intervals.  The other physical property 

observed to remain constant with respect to particle size is the lattice expansion of the 

nanoparticles.  This lattice expansion was observed using multiple techniques (PDF and 

XAFS) on different samples synthesized by different chemists (using the same protocol) 
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multiple years apart and with two different organic ligands.  The same can be said of the 

samples and measurements of the magnetocrystalline anisotropy. 

An equally thorough amount of care was taken to ensure a slow oxidation of the 

iron nanoparticles did not affect the experimental results.  It is true that discrete 

nanoparticles will oxidize under high vacuum conditions.  In fact, a monolayer of iron 

oxide has been shown to form with 1×10-6 Torr sec exposure of oxygen and stepped 

surfaces have been shown to be even more susceptible to oxidation.[79, 80]  For this 

reason, TEM measurements were not used to determine the amount of oxidation present 

in as synthesized particles.  In fact, we have observed the growth of an oxide layer over 

time inside the TEM.  Instead of the measurement of discrete particles, we only relied on 

the measurement of a large ensemble of particles handled and measured using air-free 

techniques.  When the particles are sealed inside of a glass vessel (NMR tube, capillary 

tube) a very small percentage of the particles may be oxidized due to the presence of 

trace oxygen impurity but their ensemble properties are not affected (due to a very large 

total surface area for the ensemble).  The exact same magnetic properties have been 

measured in an iron nanoparticle sample sealed in an NMR tube and measured both 

immediately after synthesis and three years later.  Similarly, the EXAFS measurements 

completed at APS showed no change in the sample’s structural properties over the course 

of a 15 hr. data collection period.  The practice of sealing ensembles of α-Fe 

nanoparticles in a glass vessel under a controlled atmosphere for Mossbauer spectroscopy 

has been demonstrated previously, where the Mossbauer spectra measured were 

characteristic of α-Fe.[117] 

The lattice expansion observed in these iron nanoparticle samples could further 

impact the particles’ magnetic properties, affecting both their σsat and magnetocrystalline 

anisotropy.  The observed lattice expansion is believed to be at least in part responsible 
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show a reasonable accounting for the physical effects of dipolar interactions when 

determining the values of K1 for these particles.   

The structural changes of the iron nanoparticles seen here are reminiscent of a 

recent publication by Margeat et al. that attributed high anisotropy in iron nanoparticles 

to a polytetrahedral structure.[29]  While this system is qualitatively similar, the K1 

reported is considerably lower than seen in the current study (5.2×105 J/m3 vs. 1.9×106  

J/m3).  It is tempting to assume the structure observed here must similarly be 

polytetrahedral, but our PDF data was reproduced well by a distorted bcc model, and our 

pair distribution function bears no resemblance to the one published by Margeat et al.  

Still, there is precedent for high anisotropy in iron nanoparticles being caused by 

structural changes. 

One potential cause of the size independent lattice expansion and 

magnetocrystalline anisotropy could be the incorporation carbon atoms into the 

nanoparticles during the growth process.  Although a vigorous flow of inert gas is used to 

remove the CO gas formed during the decomposition of the Fe(CO)5 precursor, the 

possibility does exist for carbon atoms to become incorporated into the Fe crystalline 

structure.  Since the X-ray analysis of these particles does reveal a bcc Fe structure, C 

could only be present at very low levels (< 0.1%).  This low Z element would be 

essentially impossible to detect at these levels, particularly against such a large 

background of organic ligands and solvent.  A series of experiments confirming or 

refuting the presence of C in these iron nanoparticles could be the subject of a chemistry 

based follow on study.  One Danish group reported the formation of particles with the 

magnetic properties of an iron-carbon alloy (and therefore a much higher C concentration 

than possible in this study) using a Fe(CO)5 precursor but synthesized under much 
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different conditions.[120]  The incorporation of C into the Fe lattice could be expected to 

increase the magnetocrystalline anisotropy.[121] 

The ligand/surface interactions observed are most likely responsible for the Fe 

particles’ lower σsat values than bulk iron since an expanded Fe-Fe distance should lead 

to a higher magnetic moment per iron atom.[36]  Since the smaller particles have been 

observed to have lower σsat values than the larger particles, it is probable that quenching 

of the surface magnetism is causing the decrease in σsat.  Both PD and C12E6 were 

chosen as ligands for iron nanoparticles because they were believed to be less strongly 

interacting with the iron surface than other ligands used in the literature.  This is most 

likely still the case, however, they still have a significant impact on the magnetic 

properties of the iron nanoparticles’ surface.  Further work must still be done to identify 

ligands that will make iron nanoparticle magnetization equivalent to that found in bulk 

iron or even enhanced compared to bulk, as demonstrated in surfactant free nanoparticle 

beams.  

It is hoped that this work can encourage and be the basis for further research into 

the effects of synthesis conditions and ligand choice on the properties of magnetic 

nanoparticles, particularly iron nanoparticles.  Ab initio modeling of the effect of changes 

in lattice spacing and disorder on the magnetocrystalline anisotropy of iron nanoparticles 

through spin-polarized DFT could build upon the experimental results reported here.  A 

more robust understanding of the relationship between crystalline structure and 

magnetocrystalline anisotropy could lead to the ability to tailor the anisotropy of 

nanoparticles for the desired application (e.g. magnetically hard particles for memory 

storage or permanent magnets and magnetically soft particles for transformer cores).  The 

ability to fine tune the magnetic response of nanoparticles is a very attractive proposition.  

Although iron nanoparticles with magnetizations equal to or exceeding bulk iron were not 



 100

achieved through this research effort, our understanding of the interaction between the 

iron surface and weakly interacting ligands has been advanced and particles with 

magnetizations approaching that of bulk iron have been achieved.  It is hoped that the 

search for ligands which could offer improved magnetizations will continue, as enhanced 

magnetic moment nanoparticles could benefit a number of applications. 
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